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TECHNOLOGIES

Here below the chemical analysis and grain size relevant the glass raw materials
based on Italy availability. Other raw materials can be used after STM Technologies
approval. All raw materials must be dry, free from metallic iron, arsenic, S reducer,
phosphorus oxide, wood, straw, metallic wastes.

Storage

General rules for the storage of the raw materials are:
e Relative humidity <70%
e Temperature over dew point

1. QUARTZ SAND

Element %
Si02 95.0%
Al203 2.7%
Fe203 0.2%
K20 1.5%
GRAIN SIZE FROM: RIDDLING:
0,8 -0,6 mm <1,0%
0.6 -0,3 mm 30,0 %
0,3-0,1 mm 60,0 %
<0,1 mm <9,0%

No particles more than 0.85 mm

Similar chemical composition can be used to obtain STM target glass.
If so, Client shall send to STM all local glass Raw Material Chemical Analysis

for STM check

2. FELDSPAR SAND

Element %
Si02 85.0%
Al203 8.1%
Fe203 0.2%
K20 5.8%
GRAIN SIZE RIDDLING
0,8 -0,6 mm <2,0%
0,6 - 0,3 mm 38 %
0,3-0,1mm 55.0%
<0,1mm <50%

No particles more than 0.85mm

Similar chemical composition can be used to obtain STM target glass.
If so, Client shall send to STM all local glass Raw Material Chemical Analysis

for STM check
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TECHNOLOGIES

3. DOLOMITE
Element %
CaO 30.7%
MgO 21.3%
Si02 0.2%
GRAIN SIZE RIDDLING
>1,5mm <1.0%
1,0-0,6 mm 70.0%
0,6 — 0,1 mm 35.0%
<0,1mm < 3.0%

No particles more than 1.5 mm

Similar chemical composition can be used to obtain STM target glass.
If so, Client shall send to STM all local glass Raw Material Chemical Analysis

for STM check

4. LIMESTONE ( Calcium Carbonate )

Element %
CaO 55.20%
MgO 0.80%
GRAIN SIZE RIDDLING
>1.00 mm <5.0%
0,6 mm— 1,0 mm 40.0%
0,1 mm - 0.6 mm 45.0%
<0,1 mm <10 %

No particles more than 1.5 mm

Similar chemical composition can be used to obtain STM target glass.
If so, Client shall send to STM all local glass Raw Material Chemical Analysis

for STM check
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5. SODA ASH (DENSE) ( Sodium Carbonate )

TECHNOLOGIES

Element %
Na20 58.00%
Fe203 0.05%
NaHCO3 0.20%
GRAIN SIZE RIDDLING
>1.50 mm < 1.0%
0,4 mm-1.0 mm 60.0%
0.1 mm-0,4 mm 35.0%
<0,1mm <4.0%

No particles more than 1.5 mm

Similar chemical composition can be used to obtain STM target glass.
If so, Client shall send to STM all local glass Raw Material Chemical Analysis

for STM check

6. BORAX ( Rasorite )

Element %

B203 47.50
Na20 21.10
GRAIN SIZE RIDDLING
> 1.250 mm <2.0%
0,4 mm - 0.8 mm 55.0 %
0.1 mm-0,4 mm 35.0 %
<0.1mm <8.0%

No particles more than 1.5 mm

Similar chemical composition can be used to obtain STM target glass.
If so, Client shall send to STM all local glass Raw Material Chemical Analysis

for STM check
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TECHNOLOGIES

7. CULLET

- INTERNAL CULLET
o SAME CHEMICAL ANALYSIS OF STM GLASS (WASTE GLASS
PRODUCED IN THE FACTORY)

- EXTERNAL CULLET (SODA LIME GLASS)
o TYPICAL COMPOSITION:

Element % Tolerance %
Si02 71.00 +1
Al203 1.50 +0.5
Fe203 0.10 +0.1
CaO 9.00 +0.5
MgO 3.50 +0.5
Na20 14.00 +0.5
K20 0.70 +0.5
GRAIN SIZE RIDDLING
4 mm - 10 mm /

o CLIENT SHALL SEND CHEMICAL ANALYSIS TO CHECK THE AMOUNT
THAT CAN BE USED COMBINED WITH OTHER RAW MATERIALS. IT IS
IMPORTANT TO HAVE ALWAYS A KNOWN AND CONSTANT CHEMICAL
COMPOSITION. DEPENDING ON THIS, IT IS POSSIBLE TO ADD MORE
THAN 70% EXTERNAL CULLET

- BEST CULLET GRAIN SIZE : 4 - 10 mm
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IGAZOLAS

Ezt az elektronikus dokumentumot az elektronikus lGgyintézés részletszabalyairdl sz6l6 451/2016.
(XI1.19.) Korm. rendelet alapjan nyujtott azonositasra visszavezetett dokumentumhitelesités
(AVDH) kézponti elektronikus Ugyintézési szolgaltatas keretében a NISZ Nemzeti
Infokommunikacios Szolgaltatd Zrt. — mint szolgaltatd — elektronikus bélyegzével és idébélyegzével
latta el.

A polgari perrendtartasrol sz6l6 2016. évi CXXX. térvény 325. § (1) bekezdés g) pontjaban
foglaltaknak megfeleléen az azonositasra visszavezetett dokumentumhitelesités szolgaltatas
keretében hitelesitett dokumentum teljes bizonyité erével rendelkezik.

A szolgaltatasra vonatkozo részletes tajékoztatd elérheté a szolgaltatdé honlapjan:
https://magyarorszag.hu/szuf_avdh_feltoltes.

A szolgaltatd a Kézponti Azonositasi Ugyndkén (KAU) keresztiil elérhetd azonositd szolgaltatast
vette igénybe annak megallapitasara, hogy a csatolt eredeti elektronikus dokumentum EICHINGER
EDINA ugyféltdl szarmazik.

Az azonositas idépontja: 2022.11.28. 21.40.13

Az azonositott Ggyfél adatai:

Szilletési név: HALASZ EDINA
Sziiletési hely: TISZALOK
Sziiletési datum: 1978.12.04.
Anyja neve: ADAM JOLAN

Ez az elektronikus dokumentum két, egymastdl elvalaszthatatlanul 6sszetartozo6 részbdl, az eredeti dokumentumbdl és zaradékbol all.
Az Igazolas cimi jelen zaradék az eredeti elektronikus dokumentum csatolt melléklete. A zaradék olvashaté széveges formaban rogziti
az eredeti dokumentum hiteles elektronikus alairassal valo ellatasanak korilményeit és az ezzel kapcsolatos egyéb adatokat.

A szolgaltaté elérhetéségei

Telefon: Magyarorszagrol: 1818 Kulféldrél: +36 1 550 1858

Honlap: https://magyarorszag.hu/szuf_avdh_feltoltes ~ E-mail: ekozig@1818.hu
Webchat: https://webchat.opennet.hu/ekozigazgatas/?ref=ekozig
Hibabejelentés az év minden napjan 0-24 6ra kozoétt lehetséges
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